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In December 2018, ANSECO became QIMA. 

 AT-1500 

CLIENT INFORMATION:    

Company:    Imagen Brands 

Recipient:   Carissa Roepke 

Recipient Email:  CarissaR@imagenbrands.com

   

SAMPLE INFORMATION:   
Description:  EPEX Rubicon Trail First Aid Kit, Scissor from CPCR027 40pc First Aid Kit, 

EPEX Clear Creek Essentials Kit ‐ NO FLUIDS 
Assortment:  White Box, CPR Face 

Shield, Plastic Tweezers 
Purchase Order Number:  MP00018839

SKU/style No.:  CPCR025‐WH, CPCR027 
Scissors Only, CPCR026 No 
Fluids in Spray Bottles / 
CPCR025, CPCR027, 
CPCR026 

Toy Co./Agency:  ‐ 

Factory/Supplier/Vendor:  JCP034446  Country of Origin:  China 

Country of Distribution:  United States, Canada  Labeled Age Grade:  ‐ 

Quantity Submitted:  8 pcs per style + 3 lots Dry 
paint 

Recommended Age Grade:  ‐ 

Testing Period:  03/13/2019 – 03/19/2019 
03/21/2019 – 03/26/2019 
03/28/2019 – 04/04/2019 

Tested Age Grade:  ‐ 

  
OVERALL RESULT: 

  PASS 
 

Refer to page 2 for test result summary and appropriate notes. 
QIMA Testing (HK) Limited 

 

QIMA Testing (HK) Limited 

 

Loska Yeung Lok Ka  Ricky Cheung Chin Yeung 

Assistant Manager, Chemical Laboratory  Manager, Physical Laboratory 
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In December 2018, ANSECO became QIMA. 

 

TEST RESULTS SUMMARY: 

 
At the request of the client, the following tests were conducted: 

 

CONCLUSION  TEST(S) CONDUCTED 

PASS 
Canadian Surface Coating Materials Regulations SOR/2016‐193, Total Lead and Mercury 
in Paints and Surface Coatings 

PASS  Marking of Imported Goods Order, (C.R.C., c.535), Country of Origin# 
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In December 2018, ANSECO became QIMA. 

 
DETAILED RESULTS: 
 
Canadian Surface Coating Materials Regulations SOR/2016‐193, Total Lead and Mercury in Paints and Surface 
Coatings 
 
Test Method:  ASTM F963‐17 Clause 8.3.1
Analytical Method:  Inductively Coupled Plasma‐Optical Emission Spectrometry 

 

Specimen No.  1  19  20  ‐‐‐  ‐‐‐  Total 

Test Item 
Result 
(ppm) 

Result 
(ppm) 

Result 
(ppm) 

Result 
(ppm) 

Result 
(ppm) 

Limit 
(ppm) 

Total Lead (Pb)  ND  ND  ND  ‐‐‐  ‐‐‐  90 

Total Mercury (Hg)  ND  ND  ND  ‐‐‐  ‐‐‐  10 

Conclusion  PASS  PASS  PASS  ‐‐‐  ‐‐‐   

 
Note: 
ppm (Parts per million) = mg/kg (Milligrams per kilogram) 
LT = Less than 
ND = Not detected (Reporting Limit = 10 ppm) 
Composite results are based on specimen of least mass resulting in highest potential concentration. 
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In December 2018, ANSECO became QIMA. 

 

DETAILED RESULTS: 

 

Marking of Imported Goods Order, (C.R.C., c.535), Country of Origin# 
 

Section  Requirement  Conclusion 

2  Country of Origin Markings  PASS 
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In December 2018, ANSECO became QIMA. 

                                                                                                                                                                     
SPECIMEN DESCRIPTION: 
 

Specimen No.  Specimen Description  Location 

1  Blue coating   On Quicksaver (EPEX Rubicon Trail First Aid Kit style) 

19  Black coating  
On bottles (EPEX Clear Creek Essentials Kit ‐ NO 
FLUIDS style) 

20  Red coating  
On box (EPEX Rubicon Trail First Aid Kit‐Outer Box 
style) 
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In December 2018, ANSECO became QIMA. 

 
SAMPLE PHOTO: 
 

 
 

 
 

‐End Report‐ 

 
 


