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Date : 18-May-2023

APPLICANT

India
ATTN
Sample Description : Twelve Pieces Of Notebook Sample Submitted
Date Received/Date Test Started : 06 May 2023
Buyer Name Polyconcept
Date Confirmation Received : 09 May 2023

P.0O. No

Article No.

8.5" x 11" Remark FSC Mix l-subject Notebook

Fiber Content H

Style

Color

SM-5271

Black, Blue, Red

TEST CONDUCTED : AS PER THE REQUEST OF THE APPLICANT. FOR FURTHER DETAILS PLEASE REFER TO
ENCLOSED PAGE (S)

CONCLUSION

Ca Prop 65 Phthalate

Ca Prop 65 - Lead Content

Note: M= Meets Requirement

*

#

SC
##
NR

C

F = Fails To Meet Requirement
Requirement Not Provided NA = Not Applicable
Exempted NC = No Comment
= See Comment ** = Refer Result
= Not Performed MA = Marginal Acceptance
= Not Requested D = Data Only

Confirm Label

AUTHORIZED BY
FOR Intertek India Private Limited [Analytical - Tirupur]

JAYARAJ THATCHINAMOORTHY
LAB MANAGER
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Laboratory reports the final test results in test report. Any additional information, if
required will be provided on request.
Statement of conformity is based on the Simple acceptance rule without using measurement

uncertainty.

Test Conducted And Requirement (s) Followed As Requested By The Applicant.

REMARKS : Color Identified By Lab.

1. Ca Prop 65 Phthalate
CPSC-CH-C1001-09.4 :2018 (Solvent Extraction Followed By GC-MS Analysis)

Note Cover Black + Blue + Red

Requirement
Dibutyl Phthalate (Dbp) BDL 0.1% (1000 ppm)
Di (ethylhexyl) Phthalate (Dehp) BDL
Butyl Benzyl Phthalate (Bbp) BDL
Di-iso-nonyl Phthalate (Dinp) BDL
Di-iso-nonyl Phthalate (Dnop) BDL
Di-iso-decyl Phthalate (Didp) BDL
Din-hexyl Phthalates (Dnhp) BDL
Di- N- Pentyl Phthalate (DNPP) BDL
Di -Iso- Butylphthalte (DIBP) BDL
Di Cyclo Hexyl Phthalate (DCHP) BDL
Sum of Ten Phthalate BDL
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Black Printed Label With Glue

Requirement
Dibutyl Phthalate (Dbp) BDL 0.1% (1000 ppm)
Di(ethylhexyl) Phthalate (Dehp) BDL
Butyl Benzyl Phthalate (Bbp) BDL
Di-iso-nonyl Phthalate (Dinp) BDL
Di-iso-nonyl Phthalate (Dnop) BDL
Di-iso-decyl Phthalate (Didp) BDL
Din-hexyl Phthalates (Dnhp) BDL
Di- N- Pentyl Phthalate (DNPP) BDL
Di -Iso- Butylphthalte (DIBP) BDL
Di Cyclo Hexyl Phthalate (DCHP) BDL
Sum of Ten Phthalate BDL
REMARK:
BDL: Below Detection Limit
Detection Limit: 50 ppm (0.005%)
ppm: Parts Per Million
Black Printed Paper Not Applicable for Phthalate Due to Pigment Print.
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2. Ca Prop 65 - Lead Content

Microware Digestion Followed By ICP/MS Analysis

Requirement
Note Cover Black + Blue + Red
Total Lead BDL 0.01 $(100 ppm)
Inner Black Printed Paper
Total Lead BDL 0.01 %(100 ppm)
Black Printed Label
Total Lead BDL 0.01 %(100 ppm)
Metal Part

Total Lead BDL 0.01 $(100 ppm)

REMARK:
BDL: Below Detection Limit
Detection Limit: 10 ppm(0.001%)

ppm: Parts Per Million

## END OF THE TEST REPORT ##

This report is made solely on the basis of your instructions and/or information and materials supplied
by you. It is not intended to be a recommendation for any particular course of action. Intertek does
not accept a duty of care or any other responsibility to any person other than the Addressee in
respect of this report and only accepts liability to the Addressee insofar as 1is expressly contained
in the terms and conditions governing Intertek's provision of services to you. Intertek makes no
warranties or representations either express or implied with respect to this report save as provided
for in those terms and conditions. We have aimed to conduct the Review on a diligent and careful basis
and we do not accept any liability to you for any loss arising out of or in connection with this
report, 1in contract, tort, by statute.

http://www.intertek.com/terms.
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