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CLIENT INFORMATION:  

 

Company:   Polyconcept GBS 
Recipient:  kathy lu 
Recipient Email: kathy.lu@polyconceptgbs.com 
  
SAMPLE INFORMATION:  
Description: 5.5” x 8.5” Mela Bound JournalBook○R  
Article No.: 2800-79NY/BK Purchase Order Number: 1942036/1958746/1

942035/1958744/19
70978 

Factory No.: 12269 Toy Co./Agency: - 
Vendor No.: 11225 Country of Origin: India 
Country of Distribution: United States Labeled Age Grade: - 
Quantity Submitted: 2 pcs per color Requested Age Grade: - 
Testing Period: 08/18/2022-08/25/2022 Tested Age Grade: - 

 
 

OVERALL RESULT: 
 PASS 

 
Please refer to the following pages for test result summary and appropriate notes. 
 

QIMA (HANGZHOU) TESTING CO., LTD. 

  

Jeremy Xu 
Chemical Laboratory Supervisor 
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TEST RESULTS SUMMARY: 
 
At the request of the client, the following tests were conducted: 
 

CONCLUSION TEST(S) CONDUCTED 

PASS CPSIA Section 101, Total Lead in Substrate Materials 

PASS California Proposition 65, Total Lead in Substrate Materials 

PASS California Proposition 65, Phthalates (DBP, BBP, DEHP, DINP, DIDP, DnHP) 
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DETAILED RESULTS: 
 
CPSIA Section 101, Total Lead in Substrate Materials 
 
Test Method: CPSC-CH-E1001-08.3 (Metal), CPSC-CH-E1002-08.3 (Non-Metal) 
Analytical Method: Inductively Coupled Plasma-Optical Emission Spectrometry 
 

Specimen No. 1+2 3+4 5 --- --- Limit 
(mg/kg) Test Item Result 

(mg/kg) 
Result 

(mg/kg) 
Result 

(mg/kg) 
Result 

(mg/kg) 
Result 

(mg/kg) 
Total Lead (Pb) ND ND ND --- --- 100 

Conclusion PASS PASS PASS --- ---  

 
Note: 
mg/kg =Milligrams per kilogram 
LT = Less than 
ND = Not detected (Reporting Limit = 15 mg/kg) 
Composite results are based on specimen of least mass resulting in highest potential concentration. 
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DETAILED RESULTS: 
 
California Proposition 65, Total Lead in Substrate Materials 
 
Test Method: CPSC-CH-E1001-08.3 (Metal), CPSC-CH-E1002-08.3 (Non-Metal) 
Analytical Method: Inductively Coupled Plasma-Optical Emission Spectrometry 
 

Specimen No. 1+2 3+4 5 --- --- Limit 
(mg/kg) Test Item Result 

(mg/kg) 
Result 

(mg/kg) 
Result 

(mg/kg) 
Result 

(mg/kg) 
Result 

(mg/kg) 
Total Lead (Pb) ND ND ND --- --- 100 

Conclusion PASS PASS PASS --- ---  

 
Note: 
mg/kg =Milligrams per kilogram 
LT = Less than 
ND = Not detected (Reporting Limit =15 mg/kg) 
Composite results are based on specimen of least mass resulting in highest potential concentration. 
 
Remark: 
The specification is quoted from client’s requirement. 
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DETAILED RESULTS: 
 
California Proposition 65, Phthalates (DBP, BBP, DEHP, DINP, DIDP, DnHP) 
 
Test Method: CPSC-CH-C1001-09.4 
Analytical Method: Gas Chromatography with Mass Spectrometry 
 

Specimen No. 1+2 3+4 5 --- Limit 
(mg/kg) Test Item CAS No. Result 

(mg/kg) 
Result 

(mg/kg) 
Result 

(mg/kg) 
Result 

(mg/kg) 
Dibutyl phthalate 
(DBP) 84-74-2 ND ND ND --- 1000 

Benzyl butyl phthalate 
(BBP) 85-68-7 ND ND ND --- 1000 

Di-(2-ethylhexyl) 
phthalate (DEHP) 117-81-7 ND ND ND --- 1000 

Diisononyl phthalate 
(DINP) 

28553-12-0 
68515-48-0 ND ND ND --- 1000 

Diisodecyl phthalate 
(DIDP) 

26761-40-0 
68515-49-1 ND ND ND --- 1000 

Di-n-hexyl phthalate 
(DnHP) 84-75-3 ND ND ND --- 1000 

Conclusion PASS PASS PASS ---  

 
Note: 
mg/kg (Milligrams per kilogram) = 0.0001 % w/w (Percent by weight) 
LT = Less than 
ND = Not detected (Reporting Limit = 150 mg/kg) 
Composite results are based on specimen of least mass resulting in highest potential concentration. 
 
Remark: 
The specification is quoted from client’s requirement. 
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SPECIMEN DESCRIPTION: 
 

Specimen No. Specimen Description Location 

1 Black synthetic leather Cover (black style) 

2 Navy synthetic leather Cover (navy style) 

3 Black soft plastic Cover elastic (black style) 

4 Black soft plastic Clip elastic (navy style) 

5 Translucent glue Spine (navy style) 
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SAMPLE PHOTO: 
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