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QIMA (Hangzhou) Testing Co., Ltd.  Room 401,4-5/F, Building 1,No.1213 Huoju South Road, Puyan Subdistrict, Binjiang District, Hangzhou, China 
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Test(s) marked with ‘φ ’ was subcontracted to external laboratory. 
The test result(s) and conclusion(s) in this report relate only to the sample(s) as received and method /regulation section(s) tested as described herein. 

If it is not further specified in the report, the decision rule for stating conformity is based on the QIMA decision rule. 
This test report may not be reproduced in whole or in part, without written approval of QIMA (Hangzhou) Testing Co., Ltd. 

RC-CSHZ-R007 A1 
 

CLIENT INFORMATION: 

 

Company: Imagen Brands 
Address: 401 US Hwy 160 Doniphan, MO 63935, 20220914  

 
SAMPLE INFORMATION: 

Product Name: 100% Recycled PET Economy Fleece Blanket 
Style No.: - Labeled Age Grade: - 
Order No.(PO No.): - Client Request Age Grade: - 
Country of Origin: China Recommended Age Grade: - 
Country of Distribution: Canada,United States Tested Age Grade: - 
Item No.: VOUT042 
Color/Assortment: Black, Royal, Gray, Navy, Red, Hunter Green 
Factory/Supplier Name: DOTEX 
Test Request Form No.: IB0196 
Shipment Order No.: DP00045452 
Testing Period: 09/15/2022-09/21/2022 

 
 

OVERALL RESULT: 
 PASS  

 
Please refer to the following pages for test result summary and appropriate notes. 
 

QIMA (HANGZHOU) TESTING CO., LTD. 

  

Jeremy Xu 
Chemical Laboratory Supervisor 

 

 QIMA (HANGZHOU) TESTING CO., LTD.   
 

Thetis Tang 
Textile Laboratory Supervisor 
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TEST RESULTS SUMMARY: 
 
At the request of the client, the following tests were conducted: 
 

CONCLUSION TEST(S) CONDUCTED 

PASS California Proposition 65, Total Lead in Substrate Materials 

PASS Canadian Consumer Products Containing Lead Regulations (SOR/2018-83), Total Lead 
Content 

PASS CPSC 16 CFR 1307 Prohibition of Children’s Toys and Child Care Articles Containing 
Specified Phthalates (DBP, BBP, DEHP, DINP, DHEXP / DnHP, DCHP, DIBP, DPENP) 

PASS California Proposition 65, Phthalates (DBP, BBP, DEHP, DINP, DIDP, DnHP) 

PASS Client’s Requirement, Phthalates (DBP, BBP, DEHP, DnOP, DINP, DIDP) 

PASS Canadian Phthalates Regulations SOR/2016-188, Phthalates (DBP, BBP, DEHP, DnOP, 
DINP, DIDP) in Mouthable Vinyl Materials 

PASS Flammability of Blankets 
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DETAILED RESULTS: 
 
California Proposition 65, Total Lead in Substrate Materials 
 
Test Method: CPSC-CH-E1001-08.3 (Metal), CPSC-CH-E1002-08.3 (Non-Metal) 
Analytical Method: Inductively Coupled Plasma-Optical Emission Spectrometry 
 

Specimen No. 1 2 3 4 5 Limit 
(mg/kg) Test Item Result 

(mg/kg) 
Result 

(mg/kg) 
Result 

(mg/kg) 
Result 

(mg/kg) 
Result 

(mg/kg) 
Total Lead (Pb) ND ND ND ND ND 100 

Conclusion PASS PASS PASS PASS PASS  

 
Specimen No. 6 7 --- --- --- Limit 

(mg/kg) Test Item Result 
(mg/kg) 

Result 
(mg/kg) 

Result 
(mg/kg) 

Result 
(mg/kg) 

Result 
(mg/kg) 

Total Lead (Pb) ND ND --- --- --- 100 

Conclusion PASS PASS --- --- ---  

 
Note: 
mg/kg =Milligrams per kilogram 
LT = Less than 
ND = Not detected (Reporting Limit =15 mg/kg) 
 
Remark: 
The specification is quoted from client’s requirement. 
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DETAILED RESULTS: 
 
Canadian Consumer Products Containing Lead Regulations (SOR/2018-83), Total Lead Content 
 
Test Method: ASTM F963-17 Clause 8.3.1 
Analytical Method: Inductively Coupled Plasma-Optical Emission Spectrometry 
 

Specimen No. 1 2 3 4 5 Limit 
(mg/kg) Test Item Result 

(mg/kg) 
Result 

(mg/kg) 
Result 

(mg/kg) 
Result 

(mg/kg) 
Result 

(mg/kg) 
Total Lead (Pb) ND ND ND ND ND 90 

Conclusion PASS PASS PASS PASS PASS  

 
Specimen No. 6 7 --- --- --- Limit 

(mg/kg) Test Item Result 
(mg/kg) 

Result 
(mg/kg) 

Result 
(mg/kg) 

Result 
(mg/kg) 

Result 
(mg/kg) 

Total Lead (Pb) ND ND --- --- --- 90 

Conclusion PASS PASS --- --- ---  

 
Note: 
mg/kg=Milligrams per kilogram)  
LT = Less than 
ND = Not detected (Reporting Limit = 15 mg/kg) 
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DETAILED RESULTS: 
 
CPSC 16 CFR 1307 Prohibition of Children’s Toys and Child Care Articles Containing Specified Phthalates 
(DBP, BBP, DEHP, DINP, DHEXP / DnHP, DCHP, DIBP, DPENP) 
 
Test Method: CPSC-CH-C1001-09.4 
Analytical Method: Gas Chromatography with Mass Spectrometry 
 

Specimen No. 7 --- --- --- Limit 
(mg/kg) Test Item CAS No. Result 

(mg/kg) 
Result 

(mg/kg) 
Result 

(mg/kg) 
Result 

(mg/kg) 
Dibutyl phthalate 
(DBP) 84-74-2 ND --- --- --- 1000 

Benzyl butyl phthalate 
(BBP) 85-68-7 ND --- --- --- 1000 

Di-(2-ethylhexyl) 
phthalate (DEHP) 117-81-7 ND --- --- --- 1000 

Diisononyl phthalate 
(DINP) 

28553-12-0 
68515-48-0 ND --- --- --- 1000 

Di-n-hexyl phthalate 
(DHEXP / DnHP) 84-75-3 ND --- --- --- 1000 

Dicyclohexyl phthalate 
(DCHP) 84-61-7 ND --- --- --- 1000 

Diisobutyl phthalate 
(DIBP) 84-69-5 ND --- --- --- 1000 

Di-n-pentyl phthalate 
(DPENP) 131-18-0 ND --- --- --- 1000 

Conclusion PASS --- --- ---  

 
Note: 
mg/kg = Milligrams per kilogram 
LT = Less than 
ND = Not detected (Reporting Limit = 150 mg/kg) 
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DETAILED RESULTS: 
 
California Proposition 65, Phthalates (DBP, BBP, DEHP, DINP, DIDP, DnHP) 
 
Test Method: CPSC-CH-C1001-09.4 
Analytical Method: Gas Chromatography with Mass Spectrometry 
 

Specimen No. 7 --- --- --- Limit 
(mg/kg) Test Item CAS No. Result 

(mg/kg) 
Result 

(mg/kg) 
Result 

(mg/kg) 
Result 

(mg/kg) 
Dibutyl phthalate 
(DBP) 84-74-2 ND --- --- --- 1000 

Benzyl butyl phthalate 
(BBP) 85-68-7 ND --- --- --- 1000 

Di-(2-ethylhexyl) 
phthalate (DEHP) 117-81-7 ND --- --- --- 1000 

Diisononyl phthalate 
(DINP) 

28553-12-0 
68515-48-0 ND --- --- --- 1000 

Diisodecyl phthalate 
(DIDP) 

26761-40-0 
68515-49-1 ND --- --- --- 1000 

Di-n-hexyl phthalate 
(DnHP) 84-75-3 ND --- --- --- 1000 

Conclusion PASS --- --- ---  

 
Note: 
mg/kg (Milligrams per kilogram) = 0.0001 % w/w (Percent by weight) 
LT = Less than 
ND = Not detected (Reporting Limit = 150 mg/kg) 
 
Remark: 
The specification is quoted from client’s requirement. 
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DETAILED RESULTS: 
 
Client’s Requirement, Phthalates (DBP, BBP, DEHP, DnOP, DINP, DIDP) 
 
Test Method: CPSC-CH-C1001-09.4 
Analytical Method: Gas Chromatography with Mass Spectrometry 
 

Specimen No. 7 --- --- --- Limit 
(mg/kg) Test Item CAS No. Result 

(mg/kg) 
Result 

(mg/kg) 
Result 

(mg/kg) 
Result 

(mg/kg) 
Dibutyl phthalate 
(DBP) 84-74-2 ND --- --- --- 1000 

Benzyl butyl phthalate 
(BBP) 85-68-7 ND --- --- --- 1000 

Di-(2-ethylhexyl) 
phthalate (DEHP) 117-81-7 ND --- --- --- 1000 

Di-n-octyl phthalate 
(DnOP) 117-84-0 ND --- --- --- 1000 

Diisononyl phthalate 
(DINP) 

28553-12-0 
68515-48-0 ND --- --- --- 1000 

Diisodecyl phthalate 
(DIDP) 

26761-40-0 
68515-49-1 ND --- --- --- 1000 

Conclusion PASS --- --- ---  

 
Note: 
mg/kg (Milligrams per kilogram) = 0.0001 % w/w (Percent by weight) 
LT = Less than 
ND = Not detected (Reporting Limit = 150 mg/kg) 
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DETAILED RESULTS: 
 
Canadian Phthalates Regulations SOR/2016-188, Phthalates (DBP, BBP, DEHP, DnOP, DINP, DIDP) in 
Mouthable Vinyl Materials 
 
Test Method: CPSC-CH-C1001-09.4 
Analytical Method: Gas Chromatography with Mass Spectrometry 
 
Vinyl material foreseeable be placed in the mouth 

Specimen No. 7 --- --- --- Limit 
(mg/kg) Test Item CAS No. Result 

(mg/kg) 
Result 

(mg/kg) 
Result 

(mg/kg) 
Result 

(mg/kg) 
Dibutyl phthalate 
(DBP) 84-74-2 ND --- --- --- 1000 

Benzyl butyl phthalate 
(BBP) 85-68-7 ND --- --- --- 1000 

Di-(2-ethylhexyl) 
phthalate (DEHP) 117-81-7 ND --- --- --- 1000 

Di-n-octyl phthalate 
(DnOP) 117-84-0 ND --- --- --- 1000 

Diisononyl phthalate 
(DINP) 

28553-12-0 
68515-48-0 ND --- --- --- 1000 

Diisodecyl phthalate 
(DIDP) 

26761-40-0 
68515-49-1 ND --- --- --- 1000 

Conclusion PASS --- --- ---  

 
Note: 
mg/kg = Milligrams per kilogram 
LT = Less than 
ND = Not detected (Reporting Limit = 150 mg/kg) 
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DETAILED RESULTS: 
 
Flammability of Blankets  
 
Test Method: ASTM D 4151-2018 
 

Specimen No. 5 

Classification of 
each specimen Items 

Test Result 

Whether or not a paper monitor is burned, charred or 
discolored. 

Face Side 
(Raised) 

1# No Class I  

2# No Class I  

3# No Class I  

4# No Class I  

5# No Class I  

Back Side 
(Raised) 

1# No Class I  

2# No Class I  

3# No Class I  

4# No Class I  

5# No Class I  

Numbers of ignitions causing the paper 
monitor to burn, char or discolor:  0 

Overall Classification: Class I 

Client’s requirement Class I 

Conclusion PASS 

 
Remark: 
Class I—If none of the paper monitors burn, char, or become discolored after exposing the specimens to 
the ignition source, the material is classified as Class I. Class I textiles are generally considered by the trade 
as having no unusual burning characteristics and are acceptable for use in manufacturing blankets. 
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SPECIMEN DESCRIPTION: 
 

Specimen No. Specimen Description Location 

1 Black textile Main body (black style) 

2 Blue textile Main body (blue style) 

3 Grey textile Main body (grey style) 

4 Navy textile Main body (navy style) 

5 Red textile Main body (red style) 

6 Dark green textile Main body (dark green style) 

7 Black coated white label Label 
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SAMPLE PHOTO: 
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